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SAINT-GOBAIN

Saint-Gobain Weber (Hong Kong) Building Material Co., Limited
DRMERA(ER)EMERAE

Office address: Units 801, 804-805, 8/F, Capital Centre, Plant address: No. 7, Wang Lok Street,

info.hki int-gobai
No.151 Gloucester Road, Wanchai, Hong Kong fnio @Sa:k 3;:': com Yuen Long Industrial Estate, Yuen Long, N.T., Hong Kong
T: (852) 2866 9199  F: (852) 2865 0321 o T: (852) 2470 6625 F: (852) 2479 4834
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1.6 g/cm’ (R)
IRE R A 2 I\EF
AR SETEL 16-21m°
I
EliE2 = GB/T 23445 > 75%
IR ISR ez 5 < 3/)M\BF
EEASE < 6 /\IF
nIfpRE ASTM D412
- FRE 1.4 N/mm?
GB/T 23445
¢ JRRE 1.06 N/mm?
. NEEIREIAE (80°C 5 /1K) 0.88 N/mm?
. ERERIREEE(10% NaOH 48 /)\i%) 2.31 N/mm?
o BKEBESRE 1.75 N/mm?
AR E )
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ETRBRER ASTM D412 36%
RFE K GB/T 23445
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- BKERERE 0.8 N/mm?
KERBEE ASTM E96
. FEE(RE) 2.89x 107g/ Passem?
- BE(EE) 2.02x107g/ Passem?
RFE K DIN 1048
« #7KE - 0.5MPa ARIEIK
BS 6920 section 2
- Odour and Flavour HFEEXK
BRRRKEER [ Aeae . f’fﬁg
BB - rowth of aquatic micro-organisms TEES
- Extraction of substances that may be of | .. . =
concern to public health GLES
- Extraction of metal HFEEK
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